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MOON SAS 
8 RUE DES MARRONNIERS, 78810, FEUCHEROLLES, FRANCE 

The following samples were submitted and identified by/on behalf of the client as: 
PLUSH TOY 

: ytitnauQ elpmaS 1 STYLES x 3 PCS 

: .oN .feR SGS TAOTY2002396901   

Style/Item No. : 39935494001020087 

P.O. / Ref. No. : 39935494001020087 

:  retropmI CUSTOMPLUSHMAKER(TOYSEEI)

Supplier : SHANDONG PEACH TOWN TOYS & GIFTS CO., LTD 

Manufacturer : SHANDONG PEACH TOWN TOYS & GIFTS CO., LTD 

Country of Origin    : CHINA 

Country of Destination : FRANCE 

Labeled Age Grading : NE CONVIENS PAS AUX ENFANTS DE MOINS DE 10 MOIS 

Requested Age Grading : 0+ 

Age Group Assessed As Per Age 
Guideline 

: ALL AGES 

Age Group Applied in Testing : ALL AGES 

Sample Receiving Date : JUN 15, 2020 

Final Information Date : JUN 22, 2020 

: doireP gnitseT JUN 15, 2020 TO JUN 23, 2020 
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Test Requested Result 

For compliance with the European Standard on Safety of Toys :- 
EN 71-1:2014+A1:2018– Safety of toys – Part 1: Mechanical and Physical Properties Pass 

Labeling requirement (Washing/Cleaning Label, CE mark, importer / manufacturer 
mark (name, address), product identification) according to Informative Annex A.26 and 
A.33 of the European standard on Safety of toys EN 71-1:2014+A1:2018 and the 
Directive 2009/48/EC-Safety of toys 

See Result Page 

EN 71-2:2011+A1:2014 – Safety of toys – Part 2: Fla  ssaP ytilibamm

EN 71-3: 2019 – Safety of toys – Part 3: Migration of certain elements  Pass 

Remark: -Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. 

SGS-CSTC Standards  
Technical Services (Qingdao)

  .dtL ,.oC

_________________________
Zhou Xinkuan, SK  
Lab Manager
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Results : 

European Standard on Safety of Toys 

EN 71-1:2014+A1:2018 – SAFETY OF TOYS – PART 1: MECHANICAL AND PHYSICAL PROPERTIES 

AS SPECIFIED IN EN 71-1:2014+A1:2018 – SAFETY OF TOYS – PART 1: MECHANICAL AND PHYSICAL 
PROPERTIES 

Clauses relevant to the item: 

Clause Description Result
4 General requirements 
4.1 Material cleanliness………………………………………………………………….. Pass
4.7 Edges..................................................……………………………....................... Pass 
4.8 Points and metallic wires..................................................………………………. Pass

  shtnom 63 rednu nerdlihc rof dednetni syoT 5
5.1 General requirements:

5.1a Small part requirement on toys & removable
  Components (Test method 8.2)………………………………………. Pass

5.1b Torque test (Test method 8.3)………………………………………… Pass
  Tension test (Test method 8.4)……………………………………….. Pass 

Drop test (Test method 8.5)…………………………………………… Pass
  Impact test (Test method 8.7)…………………………………………. Pass 

Sharp edge (Test method 8.11)………………………………………. Pass
  Sharp point (Test method 8.12)………………………………………. Pass 
5.2 Soft-filled toys and soft-filled parts of a toy……………………………………….. Pass

According to 2009/48/EC, warnings and safety instructions shall be written in a language or languages easily 
understood by consumers. 
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LABELING REQUIREMENT (WASHING/CLEANING INSTRUCTION, CE MARK, IMPORTER / 
MANUFACTURER NAME AND ADDRESS, PRODUCT IDENTIFICATION) ACCORDING TO INFORMATIVE 
ANNEX A.26 AND A.33 OF THE EUROPEAN STANDARD ON SAFETY OF TOYS EN 71-1:2014+A1:2018 AND 
THE DIRECTIVE 2009/48/EC – SAFETY OF TOYS 
Summary table: 

Observation Result Location 
Washing/Cleaning instruction Present Toy
CE mark yoT tneserP

yoT tneserP sserddA & emaN s’retropmI
Manufacturer’s Name & Address Present Toy
Product ID yoT tneserP

Note: 
1. According to Directive 2009/48/EC, a toy intended for use by children under 36 months must be designed and 

manufactured in such a way that it can be cleaned. A textile toy must, to this end, be washable, except if it 
contains a mechanism that may be damaged if soak washed. The manufacturer should, if applicable, provide 
instructions on how the toy has to be cleaned. According to the GUIDANCE DOCUMENT ON THE 
APPLICATION OF DIRECTIVE 2009/48/EC ON THE SAFETY OF TOYS, manufacturer shall not label "surface 
washing" on textile toys which, under the TSD, need to be soak washable. 

2. CE marking should be visible from outside the packaging and its height must be at least 5mm.
3. Manufacturer’s and Importer’s name, registered trade name or registered trade mark and the address at which 

the manufacturer can be contacted must be indicated on the toy or, where that is not possible, on its packaging 
or in a document accompanying the toy.

4. Manufacturers must ensure that their toys bear a type, batch, serial or model number or other element allowing 
their identification, or where the size or nature of the toy does not allow it, that the required information is 
provided on the packaging or in a document accompanying the toy.

EN 71-2:2011+A1:2014 – SAFETY OF TOYS – PART 2: FLAMMABILITY 
AS SPECIFIED IN EN 71-2:2011+A1:2014 – SAFETY OF TOYS – PART 2: FLAMMABILITY 

Clauses relevant to the item: 
Clause Description Result 
4.1 General requirements……………………………………………………………….. Pass
4.5 Soft filled toys…………………………………………………………………………. Pass (See Result) 

Result: 

Soft-Filled Toys (clause 4.5) 
Sample Burning rate (mm/sec)
Plush toy DNI 

DNI = Did Not Ignite 

(Requirement: The rate of spread of flame on the surface of toy shall be not greater than 30 mm/sec or the 
toy shall self-extinguish.) 
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EN 71-3: 2019 – SAFETY OF TOYS – PART 3: MIGRATION OF CERTAIN ELEMENTS  

Category III: Scrapped-off toy material 

 Test Method : With reference to EN 71-3:2019, analysis was performed by ICP-MS, IC-UV or LC-ICP-MS. 

 Test Item(s) Limit Unit MDL 001 002 003 
Soluble Chromium (VI) (Cr VI) 0.053 mg/kg 0.025 ND ND ND 

 DN DN DN 5 gk/gm 32 )bP( daeL elbuloS
 DN DN DN 01 gk/gm 065 )bS( ynomitnA elbuloS
 DN DN DN 01 gk/gm 74 )sA( cinesrA elbuloS
 DN DN DN 05 gk/gm 05781 )aB( muiraB elbuloS
 DN DN DN 5 gk/gm 71 )dC( muimdaC elbuloS

Soluble Chromium (III) (Cr III) 460 mg/kg 5 ND ND ND 
 DN DN DN 01 gk/gm 49 )gH( yrucreM elbuloS
 DN DN DN 01 gk/gm 064 )eS( muineleS elbuloS
 DN DN DN 05 gk/gm 00051 )B( noroB elbuloS
 DN DN DN 01 gk/gm 031 )oC( tlaboC elbuloS
 DN DN DN 05 gk/gm 00051 )nM( esenagnaM elbuloS
 DN DN DN 05 gk/gm 00065 )rS( muitnortS elbuloS
 DN DN DN 05 gk/gm 00064 )nZ( cniZ elbuloS
 DN DN DN 05 gk/gm 0077 )uC( reppoC elbuloS
 DN DN DN 05 gk/gm 00007 )lA( munimulA elbuloS
 DN DN DN 01 gk/gm 039 )iN( lekciN elbuloS
 DN DN DN 3 gk/gm 000081 )nS( niT elbuloS
 DN DN DN - gk/gm 21 *niT cinagrO elbuloS

Conclusion PASS PASS PASS 

 Notes : 
 (1) *Confirmation test of soluble organic tin is not required in case of soluble tin, after conversion, does  

not exceed the soluble organic tin requirement as specified in EN 71-3:2019. 
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Test Part Description : 

Specimen No. SGS Sample ID Description 
 SN1 TAO20-023969.001 Dark pink plush (Body) 
 SN2 TAO20-023969.002 Pink flannel with black/white/blue/dark pink embroidery (Eyes & Mouth) 
 SN3 TAO20-023969.003 White thread (Under hands) 

 Remarks : 
                  (1) 1 mg/kg = 0.0001% 
                  (2) MDL = Method Detection Limit 
                  (3) ND = Not Detected ( < MDL ) 
                  (4) "-" = Not Regulated 

N.B. :  -     Only applicable clauses were shown. 

Sample Photo:  

SGS authenticate the photo on original report only 

*** End of Report *** 


